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REPORT

Report nr.: 1306958-002

Report date: 01-ago-13
Acceptance code: 1306958
Acceptance date:  10-lug-13

Italia
Start test date: 10-lug-13
End test date: 01-ago-13
References: i

Tel.nr:

Article description: VOGUE
Declared composition: 100% Trevira CS
End use: Furnishing
Typology: Fabric
Return: No requested

Sampling by customer

Servizio Clienti Laboratorio +39 031 3312120
Segreteria Laboratorio +39 031 3312170~ 121

Segreteria di Direzione +39 031 3312102
Amministrazione +39 031 3312122

Contabilita +39 031 3312154

Consulenza e marchio Seri.co +39 031 3312132
Formazione +39 031 3312133

Fax +39 031 3312180

Customer code: 6662

To:

FIDIVI TESSITURA VERGNANO SPA
Regione Masio 19/BIS
10046 POIRINO (TO)

To the attention of:

sig. Alessandro Avenati

+39 011 9430662

Fax.nr.: +39 011 9430478

The results reported herein refer to the tested samples only and do not invaolve any product approval by Centro Tessile Serico.
This document may not be reproduced other than in full, except with the prior written approval of the issuing Laboratory.

TEST M.U.

RESULTS

14413 RESISTANCE TO ABRASION (Martindale) -
over 41000 revs.

Method: UNI EN ISO 12947-2:2000 + EC 1-2010

Instrument:  Abrasion Tester Martindale J.Heal - 103

SPECIMEN BREAKDOWN

Specimen breakdown is reached when:

- in woven fabric, when two separate threads are completely broken;
- in knitted fabric, when one thread is broken causing a hole;

- in pile fabric, when the pile is fully worn off;

_in nonwoven fabric, when the first hole is of a diameter at least equal to 0,5 mm.

Date of test:
Pretreatment carried out

At 60000 revs there is a slight loss of hair.
At 180000 revs there is a moderate loss of hair.
At 200000 revs remains unchanged the loss of hair.

11/07/13
no one

Firts specimen: cycles to end point cycles >200000
Second specimen: cycles to end point cycles >200000

Third specimen: cycles to end point

cycles >200000

Average cycles >200000

Confidence limits

Load applied kPa 12

Change in colour to end point grade

Pilling occured
Deviation from procedure
Enclosed:

n.d.
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